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PT‐15 FOAM
APPROXIMATE COMPRESSION DEFLECTION

.35 gr/cc .40 gr/cc

.45 gr/cc .50 gr/cc

.55 gr/c .60 gr/cc

.65 gr/cc .70 gr/cc

.75 gr/cc

The above values are believed to be true to the best of Pleiger Plastics' knowledge based upon information 
provided by raw material suppliers at this time.

These values are to be used only as a general guide, and are not to be construed as specifications.
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